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(Properties) (Unit) (Result) Test
Method
Thickness Minimum Ave Value mm 15 Sg;l’gl\g
Break strength N/ 51
Tensile Properties bt o Sséggl\g
(Min.Ave.) Type IV
Break elongation % 785
Puncture Resistance Min.Ave. N 626 Sigshg
Carbon Black Dispersion Category 2 /5-\215;%
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